
cabosil

Top/Bottom halves with built−in seam "joggle"

roughen

bond

cut

 thin polyethylene
(sandwich baggie)

trim if necessary
for tighter fit

Pod/Nosecone molding  (top and bottom done separately)

SuperGee  Nosecone−Pod  Molding Process

Bond top and bottom halves

include boom, pushrod tubes, etc

roughen
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joggle gasket, 
0.06" to 0.125"
thick


